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Effect of Condenser on Lifetime
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Theories of Condenser-Associated 
Impurities

ÅIons

ïCreated by liquid separating from metal

ÅParticles

ïIce

ÅCharged Particles
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Characterization Scheme

ÅPlace filter materials under 
condenser outlet
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Characterization Scheme

ÅBlank

ïProvide baseline

ÅTube

ïRemove ions, not particles

ÅSintered Glass

ïRemove particles, not ions

ÅSintered Metal

And Steel Wool

ïRemove particles, ions 
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10-15 um pores

10 um pores
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29 Inches Argon
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29 Inches Argon
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Impurities removed without 

active filtering



ÅIons not the major problem

ÅNot a large particulate
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From Lifetime Data with 29 inches Argon:



29 Inches Argon

-2

0

2

4

6

8

10

12

14

16

0 200 400 600 800

Lifetime 
(ms)

Time (hours)

Lifetime and Modeled Lifetime Condenser

Filter

Lazy Suzanne

Lifetime

Modeled Lifetime

Metal

P
rM

1/26/2009 10
LAr R&D Briefing

Blank Blank

Tube Tube

Glass

Glass



Model Assumptions Parameters:

ÅInfinite source of impurities

ÅPerformance of filter media related by metal 
surface area
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At lower liquid level:

ÅSintered Glass has 
substantially less metal 
surface for impurity 
adsorption

ÅTubeƘŀǎ ƭŜǎǎ Χ

ÅSintered metal has 
ǎƭƛƎƘǘƭȅ ƭŜǎǎ Χ

ÅBlank does not change

29 Inches

16 Inches
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16 Inches Argon
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General Inferences

ÅGas provides impurities

ïCondenser mixes impurities from gas into liquid

ÅTechnologies for filtering impurities:

ïSintered metal speeds natural exit from liquid
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Future Work

ÅIdentify dominant impurity

ïWater?

ïMix/Other?

ÅTechniques For Removing 
Impurities

ïSintered Metal

ïExisting Filters
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